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263 Migeon Avenue, Torrington, CT

EnviroMed Services, Inc
Asbestos Inspection Report

Project # IH-24-183



I PROJECT NARRATIVE
Overview

On February 5, 2024, EnviroMed Services Inc., was retained by McCall Foundation for a limited
asbestos inspection for a 3-story Multifamily House and Carriage House, 263 Migeon Avenue,
Torrington, Connecticut. State licensed asbestos inspector, James Sserunjogi (#001026),
employed by EnviroMed Services, inc. performed the inspection.

The purpose of this limited inspection is to confirm or negate the presence of asbestos
containing building material in locations as indicated by the client prior to renovation.

Samples were collected according to 40 CFR Part 763.86 and 29 CFR Part 1926.1101 and
analyzed using Polarized Light Microscopy (PLM).

A total of ninety-two (92) bulk samples were collected and analyzed. The materials sampled
include: 12”x12” red vinyl floor tile and associated mastic, 12”x12” tan vinyl floor tile and
associated mastic, 12"x12” black vinyl floor tile and associated mastic, 12”x12” beige vinyl floor
tile and associated mastic, 9”x9 cream vinyl floor tile and associated mastic, white/yellow
linoleum and associated glue, brown vinyl cove base and associated glue, pink vinyl cove base
and associated glue, skim coat wall plaster and associated gray plaster base, wallboard and
associated joint compound, ceiling board and associated joint compound, white popcorn ceiling,
2'x2’ gray ceiling tile, 2’x2’ brown ceiling tile, off white window caulk and brown window caulk.

Summary of Results
EnviroMed Services Inc. accredited asbestos laboratory analyzed the bulk samples.

Non-Asbestos Containing Material

All materials in locations tested were found to have no asbestos detected.

Additional Notes

1. The possibility exists that suspect asbestos-containing material may be located behind fixed
walls, under flooring or above fixed ceilings. During renovation or demolition activities, upon
the penetration or demolition of a fixed wall or ceiling, should any suspect materials be seen
or become accessible, all activities shall cease, and the materials shall be sampled by a
licensed inspector to determine the presence of asbestos.
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EnviroMed
470 Mur(iock Avenue, Meriden, éonnecticut 06450

Phone: (203) 238-4846  Fax: (203) 238-4243

Laboratory Analysis Report
Asbestos — Bulk

To: McCall Foundation Lab#: 27141
58 High Street, Date Collected: 02/05/2024
Torrington, CT 06790 Date Received: 02/05/2024
Date Analyzed: 02/07/2024
Project #: TH-24-183 Date Report Prepared: 02/07/2024

Analysis:  Asbestos Fiber Content
Analysis Type: Asbestos by Polarized Light Microscopy
Location: 263 Migeon Avenue, Torrington, CT
Test Methods: us. Environmental Protection Agency (EPA) Interim Method for the Determination of Asbestos In Bulk Insulation Samples (EPA600/M4-82-020) as found in
40 CFR, Part 763, Appendix E to Subpart or the current U.S. EPA method for the analysis of asbestos in building material.
U.S. Environmental Protection Agency's Method for the Determination of Asbestos in Bulk Building Materials (EPA/600/R-93/116), July 1993, R.L. Perkins and

B.W. Harvey.
Sample # Sample Location/Type Material Sampled/Color Percent Asbestos

1 Basement | 12” x 12” Vinyl Floor Tile Red Tile No Asbestos Detected
2 Basement | 12" x 12 Vinyl Floor Tile Red Tile No Asbestos Detected
3 Basement | 12” x 12” Vinyl Floor Tile Red Tile No Asbestos Detected
4 Basement | 12” x 12” Vinyl Floor Tile ‘ Red Tile No Asbestos Detected
5 Basement | 12” x 12” Vinyl Floor Tile Red Tile No Asbestos Detected
6 Basement | 12” x 12” Vinyl Floor Tile Mastic Brown Mastic No Asbestos Detected
7 Basement | 12 x 12” Vinyl Floor Tile Mastic Brown Mastic No Asbestos Detected
8 Basement | 12” x 12” Vinyl Floor Tile Mastic Brown Mastic No Asbestos Detected
9 Basement | 12” x 12” Vinyl Floor Tile Mastic Black Mastic No Asbestos Detected
10 Basement | 12” x 12” Vinyl Floor Tile Mastic Black Mastic No Asbestos Detected
11 Kitchen | 12” x 12” Vinyl Floor Tile Tan Tile No Asbestos Detected
12 Kitchen | 12” x 12” Vinyl Floor Tile Tan Tile No Asbestos Detected
13 1%Floor Stairway t;lBozze;il lee i) 127 12" Niny] Tan Tile No Asbestos Detected
14 Kitchen | 12” x 12” Vinyl Floor Tile Black Tile No Asbestos Detected
15 Kitchen | 12” x 12” Vinyl Floor Tile Black Tile No Asbestos Detected
16 Kitchen | 12” x 12 Vinyl Floor Tile Glue Brown Glue No Asbestos Detected
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EnviroMed

470 Murdock Avenue, Meriden, Connecticut 06450

Phone: (203) 238-4846

Fax: (203) 238-4243

Sample # Sample Location/Type Material Sampled/Color Percent Asbestos
17 I Hloge Stairwaglaoo?%si.f;néﬂ’z 1272 157 Vg Brown Glue No Asbestos Detected
18 Kitchen | 12” x 12” Vinyl Floor Tile Glue Brown Glue No Asbestos Detected
19 1¥ Floor Bathroom Rl s Off-White Tile No Asbestos Detected
20 1* Floor Bathroom Ent;ai?:e | 9” x 9” Vinyl Floor Cream Tile N Adbistos Datsctsd
21 I¥ Floor Bathroom '?Ff;};ﬁé‘iﬁg 9"%9" Vinyl Floor Brown Glue No Asbestos Detected
22 1* Floor Bathroom | Floor Tile Black/Brown Floor No Asbestos Detected
23 1% Floor Bathroom | Floor Tile Black/Brown Floor No Asbestos Detected
24 1** Floor Bathroom | Floor Tile Glue Transparent Glue No Asbestos Detected
25 1¥ Floor Bathroom | Floor Tile Glue Transparent Glue No Asbestos Detected
26 1¥ Floor Bathroom | Linoleum Floor White/Yellow Linoleum | No Asbestos Detected
27 1* Floor Bathroom | Linoleum Floor White/Yellow Linoleum | No Asbestos Detected
28 1 Floor Bathroom | Linoleum Floor Glue Yellow Glue No Asbestos Detected
29 1 Floor Bathroom | Linoleum Floor Glue Yellow Glue No Asbestos Detected
30 Kitchen | Cove Base Brown Rubbery No Asbestos Detected
31 Kitchen | Cove Base Brown Rubbery No Asbestos Detected
32 Kitchen | Cove Base Glue Yellow Glue No Asbestos Detected
33 Kitchen | Cove Base Glue Yellow Glue No Asbestos Detected
34 Kitchen | Skim Coat Wall Plaster White Cementitious No Asbestos Detected
35 Dining Room | Skim Coat Wall Plaster White Cementitious No Asbestos Detected
36 Living Room | Skim Coat Wall Plaster White Cementitious No Asbestos Detected
37 Kitchen | Base Coat Wall Plaster Gray Cementitious No Asbestos Detected
38 Dining Room | Base Coat Wall Plaster Gray Cementitious No Asbestos Detected
39 Living Room | Base Coat Wall Plaster Gray Cementitious No Asbestos Detected
40 Kitchen | Drywall Brown Cementitious No Asbestos Detected
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EnviroMed

470 Murdock Avenue, Meriden, Connecticut 06450

Phone: (203) 238-4846

Fax: (203) 238-4243

Sample # Sample Location/Type Material Sampled/Color Percent Asbestos
41 Dining Room | Drywall Brown Cementitious No Asbestos Detected
42 Living Room | Drywall Brown Cementitious No Asbestos Detected
43 Kitchen | Drywall Joint Compound White Cementitious No Asbestos Detected
44 Dining Room | Drywall Joint Compound White Cementitious No Asbestos Detected
45 Living Room | Drywall Joint Compound White Cementitious No Asbestos Detected
46 1* Floor Receiving Storage Room | Popcorn Ceiling White Cementitious No Asbestos Detected
47 Dining Room | Popcorn Ceiling White Cementitious No Asbestos Detected
48 Living Room | Popcorn Ceiling White Cementitious No Asbestos Detected
49 Kitchen | 2° x 2” Ceiling Tile Gray Fibrous No Asbestos Detected
50 Kitchen | 2° x 2’ Ceiling Tile Gray Fibrous No Asbestos Detected
51 Entrance to Kitchen | 12 x 12” Ceiling Tile Brown Fibrous No Asbestos Detected
52 Kitchen | 12” x 12 Ceiling Tile Brown Fibrous No Asbestos Detected
53 Kitchen | Drywall Ceiling Pink Cementitious No Asbestos Detected
54 Dining Room | Drywall Ceiling Pink Cementitious No Asbestos Detected
58 Living Room | Drywall Ceiling Pink Cementitious No Asbestos Detected
56 Kitchen | Drywall Ceiling Joint Compound White Compound No Asbestos Detected
57 Dining Room | Drywall Ceiling Joint Compound White Compound No Asbestos Detected
58 Living Room | Drywall Ceiling Joint Compound White Compound No Asbestos Detected
59 Kitchen | Skim Coat Ceiling Plaster Brown/White Plaster No Asbestos Detected
60 Dining Room | Skim Coat Ceiling Plaster White Plaster No Asbestos Detected
61 Living Room | Skim Coat Ceiling Plaster White Plaster No Asbestos Detected
62 Kitchen | Base Coat Ceiling Plaster Gray Cementitious No Asbestos Detected
63 Dining Room | Base Coat Ceiling Plaster Gray Cementitious No Asbestos Detected
64 Living Room | Base Coat Ceiling Plaster Gray Cementitious No Asbestos Detected
65 2™ Floor Bedroom 1 | Skim Coat Wall Plaster White Plaster No Asbestos Detected
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EnviroMed

470 Murdock Avenue, Meriden, Connecticut 06450

Phone: (203) 238-4846

Fax: (203) 238-4243

Sample # Sample Location/Type Material Sampled/Color Percent Asbestos
66 2" Floor Bedroom 2 | Skim Coat Wall Plaster White Plaster No Asbestos Detected
67 2" Floor Bedroom 4 | Skim Coat Wall Plaster Off- White Plaster No Asbestos Detected
68 2" Floor Bedroom 1 | Base Coat Wall Plaster Gray Cementitious No Asbestos Detected
69 2" Floor Bedroom 2 | Base Coat Wall Plaster Gray Cementitious No Asbestos Detected
70 2" Floor Bedroom 4 | Base Coat Wall Plaster Gray Cementitious No Asbestos Detected
71 2" Floor Bedroom 3 | Drywall Gray Cementitious No Asbestos Detected
72 2" Floor Bedroom 3 | Drywall Gray Cementitious No Asbestos Detected
73 2" Floor Bedroom 3 | Wall Glue/Skim Coat Brown Plaster/Glue No Asbestos Detected
74 2" Floor Bedroom 3 | Wall Glue/Skim Coat Brown Plaster/Glue No Asbestos Detected
75 3" Floor Bathroom | Skim Coat Wall Plaster Off-White/Gray Plaster | No Asbestos Detected
76 3" Floor Bedroom 4 | Skim Coat Wall Plaster White Plaster No Asbestos Detected
77 3" Floor Bathroom | Base Coat Wall Plaster Gray Cementitious No Asbestos Detected
78 3" Floor Bedroom 4 | Base Coat Wall Plaster Gray Cementitious No Asbestos Detected
79 3" Floor Bedroom 2 | Skim Coat Ceiling Plaster Off-White Plaster No Asbestos Detected
80 3" Floor Bedroom 4 | Skim Coat Ceiling Plaster Off-White Plaster No Asbestos Detected
81 3" Floor Bedroom 2 | Base Coat Ceiling Plaster Gray Cementitious No Asbestos Detected
82 3" Floor Bedroom 2 | Base Coat Ceiling Plaster Gray Cementitious No Asbestos Detected
83 3" Floor Bathroom | 12 x 12 Vinyl Floor Tile Beige Tile No Asbestos Detected
84 3™ Floor Bathroom | 12 x 12 Vinyl Floor Tile Brown Tile No Asbestos Detected
85 3" Floor Bathroom | 12 x 12 Vinyl Floor Tile Glue Gray Glue No Asbestos Detected
86 3" Floor Bathroom | 12 x 12 Vinyl Floor Tile Glue Gray Glue No Asbestos Detected
87 Entrance to Kitchen | Cove Base Pink/White Rubbery No Asbestos Detected
88 Entrance to Kitchen | Cove Base Glue Yellow Glue No Asbestos Detected
89 Back Side of Multifamily | Window Caulking Off-White Caulking No Asbestos Detected
90 Driveway Side of Multifamily | Window Caulking Oﬁ&\:’;t?;(g}ray No Asbestos Detected
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EnviroMed

470 Murdock Avenue, Meriden, Connecticut 06450
Phone: (203) 238-4846  Fax: (203) 238-4243

Sample # Sample Location/Type Material Sampled/Color Percent Asbestos
91 Exterior of Carriage House | Window Caulking Off-White Caulking No Asbestos Detected
9 Exterior Window of Carr.lage House | Window Off—Whlte{' Brown No Asbestos Detsciad
Caulking Caulking

Accredited for Bulk Asbestos Analysisby AIHA-LAP #100120  CT DPH #PH-0571 MA-DLS #AA000245 RI-PLMO00148
Estimated Limit of Reporting: <1% asbestos.
The samples arrived in acceptable condition. The results of this analysis were obtained by a qualified individual using approved methodology and relate only to the samples tested.
There exists a degree of variability for the results due to the inherent uncertainty within the analytical method. The concentration of asbestos is determined by visual estimation.
This report must NOT be used by the customer to claim product certification, approval, or endorsement by NVLAP, NIST, or any agency of the Federal Govemnment.

Date: 9 | %‘2{‘;},{,-!

Date: A.KA

Analyst:
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